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Aluminium alloy specification
Components  Impurities Percentage (%)
Silicon 0.05-0.20 . .
Zinc 350 - 5.00 Nett Welght. . 1.6 Kg
Titanium 0.01-0.05 Gross Weight: 1.7 Kg
Bismuth 0.05-0.15
Indium 0.02-0.05
Aluminium Remainder - —

Copper 0.01 max - v ‘ gfe't'é‘éﬁ"kirzt'?;aﬁ°ﬂ§’" Division Projection:

Iron 0.15 max
Others each 0.02 max
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Others total  0.05 max A A \ Tel:  +31 (0)180 48 28 28
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E-mail: sales@mme.nl

Electrochemical capacity: 2700 AHr / Kg nominal MME GROUP VW mme-group-com Scale: 1:2

Solution potential: -1100 mV vs. Ag / AgCl reference cell nominal (in seawater) Order number: Aluminium A”Oy BOlted HU" Anode

Other specifications are available on request. MME 16AB
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